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References: ---

TUNDRA 01Article description:

42% Viscose - 36% Cotton - 16% Acrylic - 6% PolyesterDeclared composition:

FurnishingEnd use:

FabricTypology:
Specimens enclosedReturn:

25145 DIMENSIONAL CHANGE TO DRYCLEANING 
WITH PERCHLOROETHYLENE

UNI EN ISO 3759 :2011, UNI EN ISO 3175-1:2010, 
UNI EN ISO 3175-2 :2010, UNI EN ISO 5077 :2008

.

Method:

Instrument: Dry cleaning machine with Perchloroethylene - 
PLANET 20 - Renzacci

Solvent used: PERCHLOROETHYLENE
Dry cleaning procedure: Sensible
Finishing: Type B - pressing by ironing with steam
No. of dry cleaning and finishing treatments: 01
No. of specimens for each tests: 01

.Dimensional changes after dry-cleaning (without finishing)

% -1,3DIMENSIONAL CHANGE - WIDTH direction

% -1,4DIMENSIONAL CHANGE - LENGHT direction

.Dimensional changes after dry-cleaning and finishing

% -0,9DIMENSIONAL CHANGE - WIDTH direction

% -1,4DIMENSIONAL CHANGE - LENGHT direction
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