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TUNDRA 01Article description:

42% Viscose - 36% Cotton - 16% Acrylic - 6% PolyesterDeclared composition:

FurnishingEnd use:

FabricTypology:
No requestedReturn:

14253 TEAR PROPERTIES OF FABRICS WING 
SHAPED (2 directions)

UNI EN ISO 13937-3:2002+EC 1-2004

.

Method:

Instrument: CRE Dynamometer

29/01/2016Date of test:

477 NTear force of yarns WARP - Average

Mean of the maximum peaks.
The resistance of the threads in this direction doesn't  permit the tear of the fabric.

413 NTear force of yarns WEFT - Average

Mean of the maximum peaks.
The resistance of the threads in this direction doesn't  permit the tear of the fabric.

-Deviation from procedure
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