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PLUTONEArticle description:

100% TREVIRADeclared composition:

FurnishingEnd use:

FabricTypology:
No requestedReturn:

15566 UPHOLSTERY FURNITURE: assessment of 
the ignitability by SMOULDERING CIGARETTE

UNI EN 1021-1:2014

.

Method:

Instrument: Small Test Rig for Flammability test

.Sample pretreatment:

    sample wasn't submitted to any pretreatment because it wasn't chemically treated with flame retardant
.Ignition source applied:

    source 0 (SMOULDERING CIGARETTE)
.Materials of test assembly:

    Upholstery filling: fire retardant polyurethane foam with a density of 35 kg/m³
    Inner cover: -
    Outer cover: SEE ARTICLE DESCRIPTION

SAMPLE PASSES THE TEST - NON 
IGNITION

TEST RESULT:

Note: to assess the ignitability of this sample, the test has been carried out using a fire-retardant
polyurethane foam with a density of 35 kg/m³ as filling of the upholstered seating.
The test result could be different using another type of filling material.

1FAnnex n.:
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15576 UPHOLSTERY FURNITURE: assessment of 
the ignitability by MATCH FLAME EQUIVALENT

UNI EN 1021-2:2014

.

Method:

Instrument: Small Test Rig and burner for Flammability test

.Sample pretreatment:

    sample wasn't submitted to any pretreatment because it wasn't chemically treated with flame retardant
.Ignition source applied:

    source 1 (MATCH FLAME EQUIVALENT)
.Materials of test assembly:

    Upholstery filling: fire retardant polyurethane foam with a density of 35 kg/m³
    Inner cover: -
    Outer cover: SEE ARTICLE DESCRIPTION

SAMPLE PASSES THE TEST - NON 
IGNITION

TEST RESULT:

Note: to assess the ignitability of this sample, the test has been carried out using a fire-retardant
polyurethane foam with a density of 35 kg/m³ as filling of the upholstered seating.
The test result could be different using another type of filling material.

2FAnnex n.:

Segreteria Tecnica

END OF TEST REPORT

Pagina 2\2
MD143/0


