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TEST M.U. RESULTS
20585 COLOUR FASTNESS TO ARTIFICIAL
WEATHERING - Xenon arc fading lamp test

Method: UNI EN ISO 105 B04/00
Instrument:  Q-SUN XE-2-HS

Exposure method: 2

Exposure conditions:

-Light: 29 minutes

-Light + water: 1 minute

-Chamber temperature: 38°C

Blue wool standard: series from 1 to 8

Assessment cabinet: provide to ISO 105 A01, under D65 (Atrtificial Daylight) illumination

Colour fastness to artificial weathering grade 6-7
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